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Date: 080731
Analysis nr: 08-155

Sample: EA1503
Requested by:  Camilla Wiberg
Copy to: Sasha Seberry
Customer:

Performed by:  Manijeh Madadit | lol¢ e
Requested analysis: VOC-analysis
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Sample description: EA1503

Analysis:
The sample was analysed in priciple by ISO 11890-2: 2006. The following substances
were detected:

EA1503

Substance Weight %
Butylglycol 0,1
Propylenglycol butylether 4.0
Dipropylenglycol methylether 1,0
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B.Sc. Analytical Chemistry
Analytical Laboratory Mgr

Becker Acroma KB
Analytical laboratory
Industrig. 5
195 02 Marsta

Name: Tele nr: E-mail Fax:
Sara Petre +46(0)381-26377 sen@beckeracroma.com +46(0)381-26214
Manijeh Madadi +46(0)381-26366 mm@beckeracroma.com +46(0)381-26214
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